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358/89
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SAMPLE NOE_DRAMN BY g

paking :  Polythene bag
Seats -
Aearks Sompls of Iran Ore/kod Gxide

Subwitted by Ne.Khslid 5. Abou, Kumweit

ANALYSIS ON SAWPLE DRIED AT ussC

ferric usidey ..... F2203 .. 64.55% Totol iron .. Fe .. a7.¥73{yarly

sevendscisaloneseve
Ferraus Uxfoe .. Fed . 2.58 %
SHIICR ceepuiios 5102 ... 16.97 3
Alumina ... . Al203 5
Fitanium Dioxide - Tiaz . % fitamiue .. T3 .. 9.108%
Manganous Gxide Hnu - % Manganese ,, Ma .. 0.08%
Calcium axide .. Cad % Sulphur .... S .. G.G18%
Mugnesiua Uxids Hgll 4
Loas on Ignition .... idf =
Phospnorua Pentoxide..  PZUS % Phosphorus.. P .. §.021%
Sulphur frioxide ..... SB3
iewd .. Po o.062%
Coppes . Cu 0.4025%
Zine . In 0.0015
Arssnic . A 1races
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